
Analyse Report
Measure Date: 2024-05-24 11:42:15

Gerneral Information

Supplier:

Operator:

Measure Time:

Voltage:

Current:

Cps:

Company:

SampleName: key

LISUN

LISUN 43.7 (kV)

603.9 (uA)

9572.5

30 (s)

LISUN

Measure Result

Layer ElementThickness

Curve: Ni-Cu

Content(%)

00004007Report No:

Unit

Company:

Adress:

1# 0.5763 um Ni -

Bulk Cu -


